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LOS ANGELES COUNTY FLOOD CONTROL DISTRICT

Soils and Materials Engineering Division

———————peOY
SIEVE ANALYSIS WORK SHEET
- - -
LAB SERIAL NO. L""E/y é Total Weight of Sample Ibs.
Project {/(_7 ==L G i/ =& _ grams.
Station Moisture Content of Fines %.
Ty G
Location Date Testedw/ /2= Plotted By
[ ﬁ
Boring No. / Sample No. Remarks /{j il
Sampled By Lab Tested By Intended Use
GRAVEL (Plus No. 4}
0,
ASTM SIZE RETAINED % OF TOTAL ACCUM’ % ACCUM. % PASSING
SIEVE () OVEN-DRY | RETAINED
NUMBER mm LBS. GRAMS RETAINED ACTUAL | SPEC. REQ.
3" 76.2 /
91 /7
1% 38.1 ég/? 7.5 7,5
(1) (25.4) - — y 2,5 |
3/4" 19.1 ﬁ,ﬁ? ZIX ,-f’[}:‘;' /0’3 ._f‘/
v &
318 952 | gt %31 4e | f(
No. 4 476 | @ 3¥| 7/ 13y | 28 o 72.6]
Pan 0 lr q / OOXX Moisture Determination
( Total Fractions 2.6 Z~ XXXXX of Fines:
" =
Sieve Loss-Gain .~ Cup No. - C?
alc. Oven-Dry Fines , ye , e ry Weight /9% /  grams
Calc. Oven-Dry Fi 3V 2, DryWeight /627
Total Oven-Dry Q,S?/V 4 100.00 Moisture //.5 %

FINES (Minus No. 4)

L

WEIGHT, GRAMS /00 (CALC.) OVEN-DRY WEIGHT_ 75, / ;@ms.
WEIGHT OF TOTAL SAMPLE REPRESENTED BY FINES, OVEN-DRY /32,9  gams.
ASTM (Sr:ﬁ RETAINED % OF TOTAL glC:ICTUOI\{II_fAi’/oL ACCUM. % PASSING
NUMBER RETAINED | ARETAINED ACTUAL |SPEC. REQ.
8 2.38 /495 /i 2 39.2
16 1.19 2760 208 o 0,0
30 0.59 24, /5 (8,2 1 78.2
50 207 /3.5 10,73 s Y& 5
100 149 3,05 é,'/ A 94,6
200 .074 2,60 Z.o G, 7 3= ¥
Pan 0 0. 80 —
16 Total Fractior.ms 17 1,60 | f!
0L Merwersimne22 7] 94, 25 687 Calculated byﬁ
Sieve Loss-Gain {24 $¥ —-,25 ' PR

Note: Cross out sieve numbers not used.

765523—Cdb 10-68
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LOS ANGELES COUNTY FLOOD CONTROL DISTRICT

Soils and Materials Engineering Division

SIEVE ANALYSIS WORK SHEET
LAB SERIAL NO. 2 Z-E?/ k]{ 7 Total Weight of Sample tbs.
Project QE& /< CE/Z/ / = ol grams.
Station Moisture Content of Fines %.
Location Date Tested #// ?/é% ¢ Plotted By
Boring No. % Sample No. Remarks VR p e ST
Sampled By Lab Tested By a& Intended Use
GRAVEL (Plus No. 4)
SAI«E'{'/I\S SIZE RETAINED %O?/IEJ%'I;QL ACCUM’ % ACCUM. % PASSING
NUMBER (mm) LBS. | GRAMS | RETAINED | RETAINED |actyaL | spEc. REQ.
3" 76.2
1%" 38.1
(1" (25.4)
3/4" 19.1 I/’ /
8" 952 | o/ 0.5 0.8 [/
No. 4 4.76 @’é}/ 457 3,3 " 4,/ 1959
Pan 0 /'/g £ XoXX Moisture Determination
Total Fractions // z?lh/ XXXXX of Fines:
Sieve Loss-Gain //' . Cup No. é) @)
Calc. Oven-Dry Fines /1 /é 17 ?5' 9 v Dry Weight V71 7 grams
Total Oven-Dry /. Z/ 100.00 Moisture Z.9 % P

FINES (Minus No. 4)

/

WEIGHT, GRAMS

0o

(CALC.) OVEN-DRY WEIGHT . 77 & grams.

Note: Cross out sieve numbers not used.

76S8523—-Cdb 10-68

WEIGHT OF TOTAL SAMPLE REPRESENTED BY FINES, OVEN-DRY /0 /, 6/ grams.
ASTM % OF TOTAL ACCUM. % ACCUM. % PASSING
SIEVE (Snl,]%nE) RE-F';Q:\I/I\ISI’ED SAMPLE f.OF TOTAL °
NUMBER RETAINED /RETAINED ACTUAL SPEC. REQ.
P J
8. 2.38 b 65 ¢, 6 /0, 7
16 1.19 2/, /5 20,7 |, 3/ &
30 0.59 2765 22.2 vVl 5g.%
50 297 23,52 23,72 | J2.»2
7
100 149 /2,65 12,5 74.5 ,/ pad
200 074 2.65 3. 9Z. 2 /8
Pan 0 L. H& -
Total Fractions G L, /5’ /
Total Dry Weight s _ 7 P o
After Wet Sieving 2190 ?5{ 4[ 1) 9 % / Calculated by § Dateé}ﬂ&f
Sieve Loss-Gain | U4« (P - , 15

- i B
Checked by'lf?..j T Date 'Z—!/f Af i
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SIEVE ANALYSIS WORK SHEET T
LAB SERIAL NO. 7/237 Lf/ X Total Weight of Sample lbs.
Project P“(* [’Q ( (//'(_, U O/ grams.
Station Moisture Content of, Flnes ' %.
Location Date Tested (E:l.« 7 ’L? Plotted By
Boring No. Sample No. : Remarks Aj ;“"‘”
Sampled By /. ﬁ /’ Lab Tested By K Intended Use ’
GRAVEL (Plus No. 4)
ASTM SIZE RETAINED % OF TOTAL | ooy g, | ACCUM. % PASSING
NUMBER {mm) LBS. | GRAMS | RETAINED | RETAINED tactuaL | spec. REQ.
3" 76.2
1% 38.1 4,2,5 Vi 7./ 157
(1) (25.4) - — 15,7 |
3/4" 19.1 2232 /,f/ )7, 6 A
3/8" 9.52 4 / 4.9 7 245
No. 4 4.76 0,267 @5 I 6.4~ Y0, 9,/ 5./ V
Pan 0 /e C)?», XHOXX M;is)tuuie Determination
L Total Fractions /. 75/*" XXXXX of Fines:
Sieve Loss-Gain | B Cup No.
Calc. Oven-Dry Fines &, ‘?7( i <N s/ Dry Weight (0.0 grams
Total Oven-Dry 154 100.00 Moisture /6,3 /%
. FINES (Minus No. 4) .
WEIGHT, GRAMS 170 (CALC.) OVEN-DRY WEIGHT_£&-2  grams.
WEIGHT OF TOTAL SAMPLE REPRESENTED BY FINES, OVEN-DRY /%5" 5,/ grams.
ST wm | e | Gl | G [ smen
NUMBER (mm) GRAMS RETAINED RETAINED | ACTUAL |SPEC.REQ.
8 238 159 797  #8.97
/ y
16 1.19 20,45 1./~ 23”7
30 059 /19.2.5 /3,2 - 76,/
50 297 6, 75 ¢ b 10,7 7 <
100 149 0, )5 o/ B o9 8048 5d
200 074 2,09 g0/ ReMyes | GZeu|
Pan 0 .00 — pore g
q ;,%f;z Total Fractions 5 $/' [5
‘? " l'jz} th)::rl \I,)V?; gz\',?:; [78"13,( 5 G, 35 329, /. P Calculated by £ Date 2/ ﬂ/é%q
\ Sieve Loss-Gain {21 §D -0,70 ' Checked byf/;?;:” %ate z >

LOS ANGELES COUNTY FLOOD CONTROL DISTRICT

Soils and Materials Engineering Division

Note: Cross out sieve numbers not used.

765523--Cdb 10-68
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